
  
 
Report No.: RT-TS-010-1200909    Date: May 24, 2012 
Page 1 / 3 
 

 
 

  
 

Test Report 

Sample Serial No. : 201200566001~ 201200566004 

Applicant IBOYA PACKAGING CO., LTD. 

Address No. 5 Xinghai ST, Suzhou-Singapore Industry Park, Suzhou, Jiangsu, China 

Sample name Glass bottle 

Description Black/ white/ transparent solid 

Test Period May 17, 2012 ~ Mar. 21, 2012 

Test Requirement 
With reference to Safe Drinking Water and Toxic Enforcement Act of 1986 (California’s 
Propositon 65) 

Test Method Please refer to next page(s) 

Test Results Please refer to next page(s) 
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Mr. Kevin Lee / General Manager 
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Test Parts: 

No. Parts Serial No. Parts Name 

1 201200566001 Black coating (the surface of glass cover) 

2 201200566002 Tinplate cover 

3 201200566003 Glass bottle 

4 201200566004 PVC glue 

 
Photo(s): 

  
201200566001         201200566002 

  
201200566003        201200566004 

 
  



  
 
Report No.: RT-TS-010-1200909    Date: May 24, 2012 
Page 3 / 3 
 

 
 

  
 

Part 1: Total Cadmium & Total Lead 

 

Test Method: With reference to EPA 3050B + 6010C 

Test Result(s): 

Sample Serial No. Test Item(s) MDL Result(s) 

201200566001 
Total Cadmium (Cd) 5 N.D. 

Total Lead (Pb) 5 N.D. 

201200566002 
Total Cadmium (Cd) 5 N.D. 

Total Lead (Pb) 5 N.D. 

201200566003 
Total Cadmium (Cd) 5 N.D. 

Total Lead (Pb) 5 N.D. 

Remarks:  
1. Unit: mg/kg. 
2. MDL = Method Detection Limit 
3. N.D. = Not detected (<MDL) 

Part 2: Bisphenol A 

 

Test Method: With reference to US EPA 3550C: 2007 & US EPA 8270D: 2007 

Test Result(s): 

Sample Serial No. Test Item(s) MDL Result(s) 

201200566004 Bisphenol A 0.1 N.D. 

Remarks:  
1. Unit: mg/kg. 
2. MDL = Method Detection Limit 
3. N.D. = Not detected (<MDL) 

 
***The end of report*** 

 
 


